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Abstract 

Phosphorus (P) recovery from wastewater is of great interest especially when the loaded 

adsorbent can be used in the agriculture as slow-release fertilizer. The application depends on 

environmental concerns related to the chemical modification of the adsorbent and the release of 

toxic compounds from the loaded material to the soil or the water during adsorption. The present 

work focused on the phosphate (PO4-P) removal from aqueous solutions under low P 

concentrations (0.5-10 mg/L) by using Ca(OH)2-pretreated natural zeolite (CaT-Z). As activation 

agent, Ca(OH)2 presents benefits in terms of pretreatment costs and environmental impact of the 

applied adsorbent. The pretreatment of natural zeolite (clinoptilolite) with 0.25 mol/L Ca(OH)2 led 

to an increase of P removal from 1.7 to 97.6% at initial P concentration of 10 mg/L, pH 7 and 298 

K. A significant reduction of the soluble reactive P was achieved with low residual concentrations 

of 81-238 μg P/L at 298 K rendering CaT-Z a promising sorbent for tertiary wastewater treatment. 

At 200 mg P/L, the adsorption capacity was 7.57 mg P/g CaT-Z. The P removal efficiency was pH-

independent suggesting a beneficial use of CaT-Z under acidic and alkaline conditions. Adsorption 

was found to be an endothermic and slow process reaching equilibrium after 120 h, whereas the 

half of the PO4-P was adsorbed in the first 8 h. The applied kinetic models showed that both film 

and intraparticle diffusion contributed to phosphate removal. Phosphate sorption decreased in 

the presence of the anionic surfactant SDS, Fe2+, HCO3
-, acetate and citrate anion. The 

predominant mechanisms of ligand exchange and Ca-P surface precipitation were confirmed by 

the IR-ATR and SEM-EDS analyses, respectively. 
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1. Introduction 

Phosphorus (P) is an essential macroelement for plant and algae growth, but its 

excessive presence as phosphate (PO4
3-) in aquatic ecosystems can lead to deterioration 

of water quality due to eutrophication [1]. High amounts of phosphate can cause algal 

blooms and depletion of dissolved oxygen in the water bodies with negative impacts on 

the aquatic organisms [2]. Human activities such as animal manure and fertilizer 

application in soil or discharge of industrial, domestic and agricultural wastewater are 

responsible for the enrichment of surface waters with phosphate loadings [1, 3, 4]. 

Various physical, chemical and biological methods have been proposed for phosphate 

removal from water or wastewater such as anion exchange, sorption, chemical 

precipitation, membrane nanofiltration, reverse osmosis, electrodialysis and biological 

removal through constructed wetland, activated sludge and microalgal systems [4, 5]. In 

practice, the most widely used methods are biological removal and chemical precipitation. 

Nevertheless, they also present limitations such as undesired waste sludge production or 

dependence on water temperature and organic load regarding the biological removal, 

whereas chemical precipitation requires high input of chemical reagents (Ca, Mg, Al and 

Fe salts). On the other hand, adsorption by using minerals is considered as an efficient, 

simple and low-cost method for PO4-P removal even at low phosphate concentrations [4, 

6, 7]. However, the surface modification of natural minerals is needed to change their 
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surface charge from negative to positive and to enable them to adsorb phosphate anions 

[4]. 

Numerous modified mineral adsorbents have been tested for phosphate removal at 

low (<10 mg/L), medium (10-100 mg/L) and high (> 100 mg/L) initial P concentrations [8-

12]. However, there is a particular interest in adsorbents which can efficiently treat 

solutions of low initial P concentrations and exhibit low residual concentrations in the 

order of ppb (μg/L) in the effluents [4, 11]. These concentrations are required from the 

legislations of European Union and other countries concerning municipal wastewater 

treatment [4, 13]. An important parameter in sorption process is the adsorbent particle 

size, which is related to adsorption capacity, kinetics and separation of the adsorbent from 

the liquid phase. Sorbing materials of larger particle size exhibit sufficient hydraulic 

conductivity and could be employed more effective in fixed-bed columns or in constructed 

wetland systems where the adsorbent is used as support medium for plants in order to 

minimize the clogging and enhance the contact between wastewater and substrate [4, 14, 

15]. Additionally, phosphate adsorbents can be used as P-inactivation agents in lake 

sediments operating as active barrier layer at the sediment-water interface for the 

reduction of the sediments internal P loading [1, 8]. 

Despite the good phosphate adsorption capacity of natural minerals modified with 

polyvalent metals such as Zr4+, La3+, Al3+ or Fe3+, there is the risk of toxic effects on aquatic 

species and deterioration of water quality by the release of these metals, especially Al3+ 

and Fe3+, under redox or acidic conditions [8, 12, 16]. Moreover, the chemical reagents of 

rare earth elements (REEs), such as La3+ used for the commercial modified bentonite 
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(Phoslock®), or zirconium are much more expensive than those of Ca2+, Mg2+, Fe3+ and Al3+ 

[17, 18]. It should be noted that the European Commission has labelled REEs and 

magnesium as critical raw materials in terms of increasing prices, high import dependency 

and access difficulty due to possible political tensions or shortage [17]. Therefore, the 

development of more cost-effective, local available and environmental friendly 

pretreatment methods for adsorbent modification is desired, especially when the 

nutrient-loaded sorbents can be applied in the agriculture as fertilizers with no restrictions 

related to the modification reagents. The release of the exchangeable or impregnated 

cations such as K+, Na+, Ca2+ and Mg2+ by natural or modified zeolites during adsorption 

processes has no environmental impacts since these cations are considered as non-toxic 

[19]. 

Previous studies have shown the enhanced phosphate sorption onto calcium-rich 

minerals such as thermally-treated palygorskite [8, 9], calcined sepiolite [20], CaCO3-

montmorillonite [21], CaO-modified bentonite [22] and Ca(OH)2 treated bentonite [23]. A 

benefit of phosphate loaded adsorbents can be their use as slow-release fertilizers in 

agriculture [24, 25] or microalgae cultivation [26]. According to the literature [24, 27], P 

bound to Ca phases of the soil is more plant available than P bound to Al and Fe oxides of 

clay particles, and P recovery from wastewater as calcium phosphate presented 

agronomic effectiveness as a fertilizer material. It is important to develop adsorbents 

containing Ca able to bind P and release it at a slow rate corresponding to the P 

requirements of the growing plants in order to achieve higher yields and less surface 

runoff of P. In contrast, easily soluble P fertilizers can become less plant available during 
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the growth period due to strong P sorption on soil clay particles [24]. Calcium hydroxide 

and oxide present advantages in terms of environmental impact and chemical cost of 

adsorbent pretreatment since lime is the cheapest source of Ca (0.006 US$/mol) [28] and 

Ca(OH)2 is cheaper (0.08 US$/kg) than Mg salts [29] commonly used in minerals 

modification [30]. Furthermore, the calcination of various minerals at high temperatures, 

i.e. > 973 K [8, 9, 20], in order to enhance their phosphate adsorption capacity, requires 

energy and thus increases the pretreatment cost. The pretreatment of adsorbents with 

Ca(OH)2 has been poorly investigated and the derived adsorbents have not yet been 

examined thoroughly at low initial P concentrations aiming at low levels (μg/L) of residual 

P. 

The present study focuses on the phosphate removal from aqueous solutions 

containing low P concentrations (0.5-10 mg/L) by using for the first time a Ca(OH)2 

pretreated zeolite (CaT-Z). These P concentrations are typical for the effluents of municipal 

wastewater treatment obtained by activated sludge or small trickling filter plants [6]. The 

zeolite (clinoptilolite) exhibits ion sieving properties and higher cation-exchange capacity, 

thus it has a different adsorption behaviour than the Ca(OH)2 treated bentonite which was 

tested in a previous study in solutions with higher P concentrations (25-300 mg/L) [23]. In 

this study, the optimization of the natural zeolite (NZ) modification was examined by 

minimizing the amount of Ca(OH)2 used in the pretreatment in order to achieve the 

highest P removal efficiency. The effect of solution pH, contact time, initial P 

concentration, temperature and coexisting substances on the P removal by CaT-Z was 

investigated in batch process. A sequential desorption procedure was applied to study the 
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adsorption mechanisms of phosphate onto CaT-Z. A range of spectroscopic techniques 

(XRD, SEM-EDS, IR-ATR) were also used to characterize the sorbing material and to further 

determine the exact adsorption mechanisms at low and high P concentrations, 10 and 100 

mg/L, respectively. 

 

2. Materials and methods 

2.1. Adsorbent pretreatment and chemicals 

The natural zeolite (NZ) used as adsorbent in this study was commercially purchased 

(Thessaloniki, North Greece). The zeolite was sieved to particle sizes in the range of 1.19-

2 mm. The material was washed several times firstly with tap and then with deionized 

water (DI), and dried overnight in an oven at 343 K. The chemical pretreatment of NZ was 

performed by adding the latter to solutions with five different concentrations of Ca(OH)2 

(0.01, 0.1, 0.25, 0.5 and 1 mol/L) at a zeolite/liquid ratio of 100 g/L. The mixture was 

shaken for 24 h at 298 K and 200 rpm. After that, the pretreated zeolite (CaT-Z) was 

washed several times with DI to remove excess Ca(OH)2, dried overnight at 343 K and 

stored in a sealed plastic vial until its use in adsorption tests. All reagents used in this 

study were of analytical grade (Merck, Sigma-Aldrich, Ferak), except humic acid (technical 

grade, Sigma-Aldrich). 

 

2.2. Characterization of adsorbent 

2.2.1 Scanning Electron Microscopy (SEM) 
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The texture, mineral neo-formation and in-situ chemistry of the untreated NZ, CaT-Z 

and P-loaded CaT-Z was studied using SEM on a JEOL 6380 LV Scanning Electron 

Microscope equipped with Energy Dispersive System (EDS) INCAx-Sight 7388 at the 

Institute of Geology and Mineral Exploration (IGME), Athens (Greece). Images were 

captured from platinum-coated broken grains and polished thin sections at an 

accelerating voltage of 15-20 keV, a 20 nA beam current and 1-2 µm beam diameter. For 

minerals, a 20 nA beam current and 20 s counting time on peak position were used. 

Natural minerals were used as standards as follows: corundum (Al), jadeite (Na), albite 

(Si), wollastonite (Ca), periclase (Mg), pyrite (Fe), orthoclase (K), rutile (Ti) and GaP (P). 

 

2.2.2. X-Ray Diffraction (XRD) 

The powder XRD method was applied to identify the mineral phases in the untreated 

NZ, CaT-Z and P-loaded CaT-Z. The XRD patterns were obtained using a SIEMENS 

Diffractometer D-5000, X-ray source of Cu Kα (λ=1.54184 Å) and Ni filter monochromator 

at the Centre of Research and Technology Hellas (Ptolemais, Greece). The conditions of 

the experiments were: diffraction angles 2θ from 3-70o, step size and rate 0.02o/sec, 

voltage of 35 kV and current of 25 mA. The XRD patters were evaluated using the software 

DIFFRAC.EVA v4.1. 

 

2.2.3. Infrared-Attenuated Total Reflectance (IR-ATR) 

The IR-ATR spectra were collected with a Bruker-Equinox 55 spectrometer at the 

National Hellenic Research Foundation, Theoretical and Physical Chemistry Institute 
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(Athens, Greece) in order to evaluate the mechanism of the phosphate uptake from the 

treated CaT-Z. The ATR accessory is equipped with a single-reflection diamond crystal and 

a spring-loaded mechanical press for compacting solid samples. Each IR-ATR spectrum 

represents an average of 100 scans in the 525–5000 cm-1 spectral range with 4 cm-1 

resolution, with its intensity axis being corrected to account for the frequency dependent 

penetration depth of the IR radiation into the sample. 

 

2.2.4. Surface point of zero charge 

To determine the point of zero charge (pHpzc) of the untreated NZ and CaT-Z surface, 

200 mg adsorbent was added in 20 ml solution of 0.1 M NaCl at initial pH values of 5, 7, 9 

and 10, adjusted with HCl or NaOH. The samples were stirred for 48 h at 298 K, and the 

final solution pH was recorded with a pH-meter (Metrohm 827). The difference between 

the initial and final pH (pHi-pHf) was defined as ΔpH and plotted against initial pH [23]. At 

point of zero charge ΔpH equals to zero. 

 

2.3. Adsorption experiments 

All adsorption experiments were carried out in batch system at adsorbent dosage of 10 

g/L by adding 200 mg CaT-Z and 20 mL phosphate solution into a 30 mL bottle of high-

density polyethylene (HDPE). The solutions were agitated at 200 rpm with a horizontal 

shaker which was placed in a temperature controlled chamber. Phosphate stock solution 

of 200 mg P/L was prepared by dissolving the appropriate amount of ΚH2PO4 in DI. The 

residual P concentration in the supernatant was measured without sample centrifugation 
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because the adsorbent material remained on the bottle bottom during the process. 

Phosphate concentration and adsorption capacity (see Eq. 1 and 2) were expressed as mg 

P/L and mg P/g, respectively, where 1 mg P/L = 3.066 mg PO4
3-/L [7]. The P concentration 

was measured by the ascorbic acid colorimetric method [31] using a UV-vis 

spectrophotometer at 880 nm (Hach-Lange 2800), whereas the equilibrium concentration 

of K+ in the solution after adsorption at 100 mg P/L and 298 K was measured by flame 

photometer (BWB XP, UK). All experiments were performed in triplicate and their average 

values are given. 

The effect of various Ca(OH)2 treatments (0.01-1 M) of NZ on phosphate removal was 

investigated in solutions with two different initial P concentrations (10 and 100 mg/L) at 

pH 7, 298 K and for contact time of 120 h. The zeolite pretreated with 0.25 M Ca(OH)2 was 

selected for further experiments. 

The kinetics of phosphate sorption on CaT-Z were studied at initial P concentration of 

10 and 100 mg/L. Kinetic tests were performed in 100 mL solution at pH 7 and 298 K using 

sealed plastic flasks of 200 mL. For the first 24 h of the experiment, samples (50 μL) were 

collected at 0.25, 0.5, 1, 1.5, 2, 3, 4, 8, 12 and 24 h. After this time, samples (50-250 μL) 

were withdrawn every 24 h up to 168 h. The total volume of the 16 samples did not exceed 

2.9% of the initial solution volume. 

The influence of initial solution pH on P removal was examined at initial P concentration 

of 10 mg/L. The initial pH was adjusted to the desired values (ranging from 4 to 9) using 

HCl and/or NaOH before adding the adsorbent. After equilibration of 120 h at 298 K, the 

final solution pH was also measured. 
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Equilibrium experiments were carried out for 120 h at 288, 298 and 308 K using five 

low initial P concentrations (0.5, 1, 2, 5 and 10 mg/L) at pH 7. Isotherm models were 

applied at higher initial P concentrations (25, 50, 75. 100 and 200 mg/L) under the same 

experimental conditions. The adsorption capacity of CaT-Z for PO4-P at time t and 

equilibrium, qt and qe (mg/g), respectively, was calculated with the following equations: 

 

𝑞𝑡 = (𝐶0 − 𝐶𝑡)𝑉 𝑚⁄          (1) 

𝑞𝑒 = (𝐶0 − 𝐶𝑒)𝑉 𝑚⁄          (2) 

 

where Co, Ce and Ct are the initial P concentration, the P concentration at equilibrium and 

at time t (mg/L), respectively; V is the volume of the working solution (L) and m is the 

adsorbent mass (g). 

The removal efficiency (R%) of CaT-Z for PO4-P was calculated by Eq. (3): 

 

𝑅(%) = 100× (𝐶0 − 𝐶𝑒) 𝐶0⁄         (3) 

 

The effect of various individual co-existing ions on the PO4-P sorption was studied in 20 

mL solutions containing 10 mg P/L and 0.01 M of the following salts: KNO3, NaHCO3, NaCl, 

K2SO4, NH4Cl, sodium acetate (CH3COONa), sodium citrate monobasic (C6H7O7Na) or 0.001 

M sodium dodecyl sulphate [SDS: CH3(CH2)11OSO3Na]. These tests were conducted for 120 

h at pH 7 and 298 K. The same experimental conditions were performed to evaluate the 

effect of organic matter (10 and 50 mg/L humic acid). In addition, the influence of Ca2+ 
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(pH 7), Mg2+ (pH 7) and Fe2+ (pH 5.5) on sorption removal (10 mg P/L) were investigated 

at three different cation concentrations (10, 50 and 100 mg/L) using CaCl2·2H2O, 

MgSO4·7H2O and FeSO4·7H2O. 

 

2.4. Desorption study 

Desorption tests were carried out to determine the phosphate adsorption mechanisms 

and binding forms on the adsorbent. Three different PO4-P fractions bound on the P-

loaded CaT-Z were measured by a sequential extraction procedure [3]. Equilibrated 

samples (100 mg) of CaT-Z loaded with 10 and 100 mg P/L during the isotherm test at 298 

K were extracted by 10 mL eluent. The eluents used sequentially for 24 h were 0.5 M 

NaHCO3 (pH 8.5), 1 M NaOH and 0.5 HCl. After each extraction step the sorbent was 

washed four times with DI remaining in the bottle and then dried at 343 K overnight. 

The desorption efficieny of each step was calculated by the following equation: 

Desorption (%) = 100 × (qdes/qads)        (4) 

 

where qdes = (Cdes V/m) and qads (Eq. 2) are the desorption and adsorption capacity (mg 

P/g) at equilibrium, respectively, and Cdes (mg/L) is the liquid phase P concentration in the 

desorbing solution [32]. 

 

2.5. Adsorption models 

The kinetic data were fitted to chemical reaction (pseudo-first order, pseudo-second 

order and Elovich) and to diffusion based models (Weber-Morris and Reichenberg 
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intraparticle diffusion models). The isotherm models of Langmuir, Freundlich, Temkin and 

Koble-Corrigan were applied to equilibrium data for initial P concentrations in the range 

of 25-200 mg/L. The linear forms of the kinetic and isotherm models are given in 

Supplementary material (Adsorption models). The fit goodness of the isotherm and 

kinetic models to the experimental data was evaluated by the coefficient of determination 

(R2) using linear regression analysis and the root mean square error (RMSE) (see 

Supplementary material). 

 

3. Results and discussion 

3.1. Effect of Ca(OH)2 treatment on phosphate removal 

Fig. 1 shows that the pretreatment of NZ with Ca(OH)2 ≥ 0.1 M resulted in a 

significant increase of P removal (R%) for both low and high initial P concentration. The 

removal of P by NZ was very low. At 10 mg P/L, the NZ pretreatment with 0.1 M Ca(OH)2 

led to a R% increase from 1.7% (NZ) to 94.8% (CaT-Z), whereas the R% of CaT-Z (ranged in 

93.5-94.8%) was not significantly affected by the increase of Ca(OH)2 concentration up to 

1 M. This result is due to the available and unsaturated binding sites on CaT-Z surface at 

low P concentrations [33]. In the case of 100 mg P/L and NZ pretreatment with 0.1 M 

Ca(OH)2, CaT-Z provided a R% of 67.8%, whereas NZ adsorbed no P (zero R% ). The R% 

reduced from 67.8 to 61.9% with the increase of Ca(OH)2 up to 1 M (Fig. 1). The R% 

decrease can be attributed to the precipitation and aggregation of Ca(OH)2 particles at 

higher molarity due to its low water solubility, i.e. 0.018 M at 23 °C [34], resulting in 

clogging of NZ pores and hindered diffusion of Ca(OH)2 into internal surface binding sites. 
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A cost-effective pretreatment of NZ by using small amounts of chemicals for its surface 

modification is desired. Thus, the NZ modification with 0.25 M Ca(OH)2 was selected for 

further sorption tests as it showed minor R% difference (-2.95% at 100 mg P/L) from the 

respective one at 0.1 M Ca(OH)2. 

 

3.2. Characterization of adsorbent 

3.2.1. SEM-EDS analysis 

The surface of NZ and CaT-Z was investigated by using the SEM technique (Fig. 2a 

and b). The untreated and pretreated material revealed a very rough and heterogeneous 

surface characterized by the predominant mineral clinoptilolite and dispersed igneous 

relics like anorthitic plagioclase. Compact hydrated layer on CaT-Z surface after reaction 

of NZ with Ca(OH)2 was not observed, even at high magnification. The latter is in contrast 

with our previous findings [23] where the Ca(OH)2 reacted with the montmorillonite 

matrix forming a well compacted thin layer. We have observed, however, an increased 

CaO content (44-65 wt% based on dry weight) on the CaT-Z surface in contrast to the 

negligible amount of NZ, as it is clearly illustrated in the respective EDS analysis (EDS 

spectra A and B are given in Supplementary Material: Fig. S1). 

The presence of phosphorus in the form of apatite [calcium phosphate - 

Ca5(PO4)3(OH,F,Cl)] was verified occurring as well compacted thin layer and needle-like 

(fibrous) crystals (< 5 μm in diameter) in the P loaded CaT-Z (Fig. 2c and d). Apatite 

composition was also verified by using EDS (34-41% dry weight as P2O5; see also EDS 

spectra C and D in Supplementary Material: Fig. S1). The formation of apatite as the most 
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thermodynamically stable Ca-P precipitate may occur at pH range 7.0-9.0 when the molar 

ratio of Ca/PO4
3- in the solution is > 1.67 [3, 21]. 

 

3.2.2. XRD analysis 

The XRD patterns of NZ, CaT-Z and P-loaded CaT-Z are given in Fig. 3. The untreated 

NZ is composed by the mineral assemblage clinoptilolite, illite, plagioclase (mainly 

anorthite), potassium feldspar, and montmorillonite.  

The CaT-Z XRD pattern is similar to the untreated one, but without the 

montmorillonite peak at ~15Å and also none of the observed peaks related to Ca(OH)2. In 

the P-loaded CaT-Z at both P concentrations of 10 and 100 mg/L, clinoptilolite, illite, 

anorthite, potassium feldspar were also detected. Additionally, in the case of CaT-Z loaded 

with 100 mg P/L, the XRD pattern probably reveals a potassium-phosphorus-bearing 

phase (K-P) at 21ͦ. The formation of this phase can be related to the significant reduction 

of K+ concentration in sorption solution by 59.4% observed after 120 h, i.e. from 128.33 

to 52.08 mg/L. The exchangeable K+ and H+ cations obtained by the dissociation of KH2PO4 

reagent used for the sorption solution can be adsorbed in the zeolite aluminosilicate 

framework. In particular, the zeolite acting as “molecular sieve” may accept only 

molecules smaller than its pore diameter. Given the smaller ionic diameter (6.6 Å) of the 

hydrated K+ compared to the zeolite structure (mesoporous ca. 20-500 Å and microporous 

ca. <20 Å in diameter) and the preferential selectivity of clinoptilolite for K+ (via cation 

exchange with other adsorbed cations such as Ca2+ [35, 36]), the inward diffusion of K+ 

through the pore channels is possible. Despite the applied pretreatment with Ca(OH)2, 
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however, the CaT-Z retained its cation exchange sites. Therefore, the adsorbed K+ cations 

might interact further with phosphate anions, which were migrated in the interior of CaT-

Z. This interaction can take place through the coordination of the monovalent anion 

[H2PO4]- inside the zeolite cavities with the adsorbed K+ cations forming two hydrogen 

bonds with a zeolite framework oxygen atom (Al-O-Si) [37]. Furthermore, the apatite or 

other Ca-P phases were not detected either at 10 or 100 mg P/L experiment (Fig. 3). As 

long as the apatite phase was observed in SEM (Fig. 2c and d), it suggests that the modal 

content was below the detection limit of XRD. 

 

3.2.3. IR-ATR analysis 

Representative IR-ATR spectra of the NZ, CaT-Z and P-loaded CaT-Z are shown in 

Fig. 4. The IR spectrum of the NZ exhibits a band at ~1019 cm-1, as well as shoulders at 

~1130 and ~1204 cm-1 which can be assigned to a convolution of the Si-O-Si asymmetric 

stretching vibrations in the silicate minerals detected by XRD (Fig. 3). The 790 cm-1 band 

can be attributed to the Si-O-Si bridge bending in corner-sharing SiO4 tetrahedra [38]. The 

596 cm-1 band could tentatively be attributed to stretching vibrations of aluminate 

octahedra [39], associated with the plagioclase or the potassium feldspar. The 1630 cm-1 

band originates from the H-O-H bending vibrations of water molecules incorporated in 

hydrated minerals (e.g., montmorillonite). The OH stretching vibration envelope 3000-

3700 cm-1 is a convolution of the hydroxyl vibrations belonging to either water molecules 

or structural hydroxyl groups [39]; nevertheless, the narrow 3615 cm-1 band must be 

related to a characteristic structural OH containing mineral like illite [40]. 
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The IR spectrum of the CaT-Z sample exhibits notable differences compared to that 

of the NZ; new sharp IR bands were observed at 858 and 875 cm-1 in addition to the broad 

1400-1580 cm-1 envelope. Here, we attempt to infer constraints on the origin of the former 

peaks. Initially, we consider that the new peak at 875 cm-1 could be related to the 871 cm-

1 peak measured in the infrared spectrum of Ca(OH)2 suggesting incorporation of hydrated 

lime in the starting material [22]. The 871 cm-1 peak in turn is commonly associated with 

a strong and narrow OH stretching band at 3641 cm-1 [22], which is not observed in Fig.4. 

In contrast, the 3615 cm-1 band is present already in the spectrum of the NZ. Therefore, 

the infrared spectroscopy, in agreement with XRD results, suggests that no Ca(OH)2 is 

present in the CaT-Z sample studied here. 

After that, we infer that the new IR peaks of the CaT-Z sample should be associated 

with the conversion of the Ca(OH)2 to CaCO3 by chemisorption of atmospheric CO2 on the 

Ca(OH)2 surface [22, 41]. Carbonate anions (CO3
2-) of D3h symmetry exhibit in the infrared 

three modes; the in-plane bend at ca. 700 cm-1 (ν4), the out-of-plane bend at ca. 870 cm-1 

(ν2), and the asymmetric stretch in the 1400-1600 cm-1 (ν3) range [42]. Inspection of the 

CaT-Z spectrum in Fig. 4 shows very weak absorption in the region of ν4 and two well-

separated peaks at 858 and 875 cm-1 in the region of ν2, while the region of ν3 shows 

features at 1420 cm-1 (weak), 1474 cm-1 (strong) and 1525 cm-1 of medium intensity. These 

results show that Ca(OH)2 was converted to CaCO3, probably with different crystal 

structure, following the reaction [41]: Ca(OH)2 + CO2  CaCO3 + H2O. The 858 cm-1 peak 

of CaT-Z could be related to ν2 of aragonite and the one at 875 cm-1 to ν2 of calcite [43]. 

The strongest components of ν3 were measured at 1475 cm-1 for aragonite and at 1430 



 

18 

 

cm-1 for calcite [43] in good agreement with the profile of the ν3 region of CaT-Z in Fig. 4. 

As found here the new bands of CaT-Z confirm the modification of zeolite surface after its 

pretreatment with the hydrated lime. 

The IR response of the low concentration P-loaded CaT-Z material is quite similar 

to the CaT-Z one. However, the intensity of the broad envelope at 1475 cm-1 and those of 

the narrow peaks at 858 and 875 cm-1 all decrease after the adsorption of 10 mg P/L, and 

then they are eliminated at the higher P concentration of 100 mg P/L (Fig. 4). These 

changes are most likely attributed to a ligand exchange mechanism between solution 

phosphate anions and CaT-Z surface CO3
2- and OH- groups. We have recently observed 

similar IR-ATR features after phosphate adsorption onto Ca(OH)2 treated bentonite [23]. 

The peak at ca. 875 cm-1 in the spectrum of 100 mg P/L loaded CaT-Z should not be related 

to the presence of carbonates, as the stronger ~1475 cm-1 carbonate band has almost 

disappeared. This peak has a linewidth similar to the shoulder visible in the NZ spectrum 

in the same frequency region. Minor differences were observed in the region of Si-O-Si 

stretching after Ca(OH)2 treatment and P adsorption; the 1019 cm-1 band downshifts 

slightly to 1012 cm-1 while the lower-intensity shoulders at ca. 1130 and 1205 cm-1 did not 

show any appreciable shifting. However, we were unable to detect separate bands in the 

two P-loaded CaT-Z samples that may suggest the presence of orthophosphate anions 

(PO4
3-). The theoretical infrared response of tetrahedral PO4

3- anions is dominated by the 

asymmetric stretch mode around 960 cm-1 and the bend mode at ca. 550 cm-1 [44]. In our 

samples, the presence of PO4
3- anions seems to be associated with the downshift of the 

main infrared band to 1012 cm-1 and the appearance of the ca. 560 cm-1 shoulder in the 
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spectrum of the 100 mg P/L loaded CaT-Z (Fig. 4). Based on the previous infrared features, 

we conclude that only a minor amount of phosphate has been formed. 

 

3.2.4. Determination of surface point of zero charge 

The electrical charge of natural zeolite surface depends on the permanent negative 

charge of their aluminosilicate framework due to isomorphic substitution of aluminium 

(Al3+) for silicon (Si4+) [5, 45] and on the solution pH, which influences the 

protonation/deprotonation of the surface functional groups. Modification of the surface 

functional groups by chemical pretreatment of the raw mineral can change the value of 

pHpzc.[45] As shown in Fig. 5a, the pHpzc values of NZ and CaT-Z were determined by the 

intersection of the ΔpH linear plots (R2 > 0.948) with the x-axis. The results indicated that 

the chemical pretreatment of NZ with Ca(OH)2 caused a significant increase of pHpzc 

changing the acidic surface of NZ (pHpzc ≈ 6.14) to basic one for CaT-Z (pHpzc ≈ 9.98). This 

improvement of pHpzc suggests the formation of hydroxyl and carbonate ligands on the 

CaT-Z surface [20]. An improved pHpzc was also observed after the pretreatment of 

bentonite with 1 M Ca(OH)2 [23]. 

 

3.3. Influence of solution pH 

At solution pH value equal to pHpzc the adsorbent surface is electrically neutral, 

while at pH < pHpzc the adsorbent surface is positively charged. In the examined initial pH 

range of 4-9 (Fig. 5b), the CaT-Z surface was protonated and carried positive charge, while 

the dominant phosphate species in the solution were the monovalent H2PO4
- at pH < 7.2 
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(pK1 = 2.15) and the divalent HPO4
2- anion at pH ≥ 7.2 (pK2 = 7.20) [4, 7]. The net positive 

charge of CaT-Z surface at these pH values favoured the electrostatic forces of attraction 

for both phosphate species. The formation of outer-sphere surface complexes between 

H2PO4
- or HPO4

2 and CaT-Z surface (Eq. 6) can occur at acidic pH when surface OH- groups 

are protonated according to Eq. 5 [46, 47]: 

 

≡Ca-OH + H+ → ≡Ca-OH2
+        (5) 

≡Ca-OH2
+ + H2PO4

- / HPO4
2-  → ≡Ca-OH2

+---H2PO4
- / HPO4

2-    (6) 

 

As shown in Fig. 5b, the increase of initial solution pH from 4 to 9 did not affect 

the PO4-P removal (R%) by CaT-Z. This pH-independency of R% is an indication of specific 

adsorption mechanism [4]. Besides, the final solution pH after 120 h of adsorption process 

increased with increasing initial pH reaching values from 8.46 to 9.60 which were lower 

than pHpzc. The increase of solution pH which also led to a decrease of pHpzc from 9.98 to 

about 8.79 after phosphate loading on CaT-Z (Fig. 5a) indicated the dominant role of the 

ligand exchange mechanism [4, 48]. During the ligand exchange, monovalent and bivalent 

phosphate anions replaced OH- groups located on the CaT-Z surface, as confirmed by the 

IR-ATR study (Fig. 4, where the OH- stretching envelope intensity is reduced for the loaded 

CaT-Z samples), and formed inner-sphere surface complexes via Lewis acid-base 

interactions between phosphate and ≡Ca-OH groups as expressed by Eq. 7 and 8. [7]. As 

a result, hydroxyl groups were released to the solution and caused the pH increase [6]. 

The inner-sphere complexes can be both monodentate and bidentate complexes between 
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the unprotonated phosphate oxygen atoms and the ≡Ca-OH functional groups. Phosphate 

anions behave like Lewis bases donating electron pair(s) by binding to Ca atom [6]. On the 

other hand, the decreasing P adsorption via electrostatic attraction (outer-sphere 

complexation) with increasing pH, as the CaT-Z surface charge became less positive, was 

counterbalanced by the favoured calcium phosphate precipitation on CaT-Z surface at pH 

7-9. The pH-independent removal efficiency of CaT-Z observed in this study is a benefit for 

phosphate removal under acidic and alkaline conditions. Usually, the pH of municipal 

wastewater ranges from 6.5 to 7.3 [6, 10] while that of eutrophic lakes is 8-9 [11]. 

Moreover, it is not necessary to adjust the solution or wastewater pH, thus reducing the 

use of reagents and so the operational costs in practical applications. 

 

≡Ca-(OH) +H2PO4
- → ≡Ca(H2PO4) + OH-       (7) 

2≡Ca-OH +HPO4
2- → ≡Ca(HPO4) + 2OH-       (8) 

 

3.4. Effect of contact time 

Fig. 6 shows the change of PO4-P removal versus time at two different initial P 

concentrations. It was observed that the equilibrium of PO4-P adsorption onto CaT-Z was 

reached at 120 h for 10 mg P/L and after 168 h for 100 mg P/L, presenting a 96.9% and 

66% removal efficiency up to 168 h, respectively. The parameters of the reaction based 

kinetic models are summarized in Table S1. The PO4-P adsorption was a slow process (Fig. 

6) and the half of adsorption capacity was achieved after 8.5 and 18 h (t1/2) for 10 and 100 

mg P/L, respectively (Table S1). The slow kinetics of phosphate sorption onto CaT-Z is 
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consistent with the reports of Yin et al [9, 20] for calcium-rich adsorbents which generally 

require days to achieve equilibrium for P removal. However, the P removal rate can be 

enhanced by increasing the CaT-Z dosage. 

In the case of 10 mg P/L, the pseudo-second order equation fitted the kinetic data 

better than the pseudo-first order model resulted in higher R2 and lower RMSE values and 

thus the calculated adsorption capacity (qe,cal) was much closer to the experimental one 

(qe,exp) (Table S1). At 100 mg P/L, both pseudo-first and pseudo-second order model 

showed a high R2 (> 0.985) and similar difference of qe,cal from the qe,exp indicating a 

complicated adsorption mechanism. However, the pseudo-second order model provided 

a lower RMSE value (Table S1). The adsorption rate constants k1 and k2 decreased with the 

increase of the initial P concentration suggesting that more time is required to achieve 

equilibrium at higher solute concentrations. In contrast, the initial adsorption rate h of the 

pseudo-second order model which corresponds to surface sorption sites, increased due 

to a higher driving force at higher P concentrations. The Elovich model exhibited lower R2 

values than those of the other two reaction kinetic models but lower RMSE values than 

those of the pseudo-first order model. Thus, the pseudo-second order kinetic model best 

matched the entire time data due to high R2 and lower RMSE values than those of the 

pseudo-first order model, suggesting a chemisorption mechanism involving valency forces 

via sharing or exchanging electrons [22]. Similar kinetic results were reported for 

phosphate adsorption onto Zr-modified zeolite [16] and Fe-modified bentonite [11]. 

Because the chemical reaction kinetic models assume only one mechanism [49], a 

further analysis of kinetic data by diffusion based models was performed. Fig. S2a and b 



 

23 

 

show the plots of qt versus t0.5 at 10 and 100 mg P/L, which presented a multilinearity with 

three distinct kinetic steps. The initial steeper step was completed in the first 24 h for both 

initial P concentrations with R2 >0.981 (Table S1) and represented the external mass 

transfer (film diffusion) of phosphate anions from bulk solution to the boundary layer 

surrounding the CaT-Z particles. The intermediate linear part, lasted from 24-72 and 24-

120 h for 10 and 100 mg P/L respectively, corresponded to the intraparticle diffusion of 

phosphate into the clinoptilolite pores [50]. As can be seen in Table S1, the diffusion rate 

reduced with the contact time (kip1 > kip2 > kip3) since equilibrium was gradually reached 

up to 168 h as presented by the third linear part of Weber-Morris plot. The non-zero values 

of I suggested that the intraparticle (pore) diffusion was not the only rate-limiting 

mechanism during P adsorption onto CaT-Z. 

The pore diffusion model of Reichenberg (Eq. S8) was applied at the initial stage of 

the adsorption (for 0-24 and 0-96 h at 10 and 100 mg P/L, respectively) giving high R2 

values for both initial P concentrations (Fig. S2c, Table S1). The effective pore diffusion 

coefficient (Deff) decreased with increasing C0, i.e. from 7.62 × 10-13 to 2.37 × 10-13 m2/s, 

indicating a more effective phosphate diffusion at 10 mg P/L (Table S1). The regression 

lines of Reichenberg plot did not pass through the origin (intercept = -0.0482 and -0.0129) 

suggesting that film diffusion affected the phosphate adsorption kinetics at the initial 

stage of the process [51]. 

 

3.5. Effect of low initial P concentrations 
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The effect of low initial P concentrations (≤ 10 mg/L) on P removal and equilibrium P 

concentration at different temperatures is presented in Fig.7a and b. According to the 

experimental results, the CaT-Z exhibited a high affinity for phosphate anions at low P 

concentrations which can be found in effluents of domestic wastewater treatment. The P 

removal efficiency (R%) at 298 K increased from 83.9 to 97.6% when the initial P 

concentration increased from 0.5 to 10 mg/L (Fig. 7a), while the R% increased from 35 to 

90.5% at 288 K and from 82.9 to 99.2% at 308 K. The increased R% with rising temperature 

suggests an endothermic nature of PO4-P adsorption onto CaT-Z. Therefore, adsorption by 

using CaT-Z showed a high phosphate removal efficiency at low P concentrations where 

chemical precipitation and biological removal are not effective as wastewater treatment 

methods [2, 4]. After 120 h of sorption process, the range of the residual P concentration 

in the solution was 0.325-0.962, 0.081-0.238 and 0.047-0.079 mg/L at 288, 298 and 308 

K, respectively (Fig. 7b). These P concentrations are consistent with the European Union 

requirements (< 1-2 mg P/L) for effluent discharges from municipal wastewater treatment 

plants to sensitive areas (Directive 98/15/EC) [13]. This result is important due to the need 

for wastewater treatment effluents with very low phosphate concentrations [4]. 

 

3.6. Adsorption isotherms 

Batch adsorption studies were also conducted at three different temperatures with 

higher PO4-P concentrations (25-200 mg/L) which can be found in agricultural wastewater 

or anaerobic fermentation liquor [25, 52]. As shown in Fig. 8, the qe of CaT-Z for PO4-P 

increased with the rising initial P concentration and solution temperature (288-308 K) 
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indicating an endothermic process. The increase of qe with temperature is probably 

attributed to enhanced diffusion of phosphate anions into the smaller micropores of CaT-

Z and thus accessing more binding sites [2, 11]. As expected, the R% decreased (i.e. from 

91.6 to 37.9% at 298 K) when the P concentration increased in the range of 25-200 mg/L 

at all studied temperatures (data not shown). 

The isotherm model parameters estimated through the linear regression method (R2) 

and the values of the statistical error RMSE are listed in Table 1. The comparison of the 

two-parameter isotherm models showed that the Langmuir model provided the best fit 

to the experimental data at 288 and 308 K (R2 ≥ 0.970 and RMSE ≤ 0.78), whereas 

Freundlich isotherm (R2 = 0.976 and RMSE = 0.32) described better the adsorption of PO4-

P at 298 K followed by Temkin equation (R2 = 0.963 and RMSE = 0.34). Freundlich and 

Temkin models describe heterogeneous adsorption systems [53].  

Although Langmuir model also showed a satisfactory correlation with data at 298 K, 

the calculated qmax underestimated the experimental value of qe (7.57 mg P/g at C0 = 200 

mg P/L) and did not follow the increasing trend of qe with temperature. The favorable PO4-

P adsorption onto CaT-Z was confirmed at all studied temperatures as the values of the 

dimensionless separation factor RL (obtained by the Langmuir constant b) and the 

Freundlich constant n are within the favorable equilibrium ranges (0 < RL < 1 and n > 1). 

The good fitting of Langmuir isotherm at 288 and 308 K, assuming a monolayer PO4-P 

adsorption on homogeneous surface, might be due to the modification of NZ by Ca(OH)2 

which partially changed its heterogeneous surface by creating homogeneous surface 

regions with finite number of binding sites for PO4-P adsorption. On the other hand, the 
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good fit of Freundlich equation at 298 K which assumes multilayer adsorption on 

heterogeneous surfaces taking into account the sorbent-sorbate interactions, can be 

related to the multilayer Ca-P precipitates [20] confirmed by the SEM images (Fig. 2d). 

At 288 and 308 K, the three-parameter isotherm model of Koble-Corrigan fitted the 

experimental data better than the two-parameter models presenting a favorable 

adsorption (n >1), the highest R2 (≥ 0.982) and low RMSE values (≤ 0.96). The Koble-

Corrigan model could not describe the experimental data at 298 K, despite the highest R2, 

because the value of n was found to be lower than 1 (Table 1). As combined form of 

Langmuir and Freundlich models, the Koble-Corrigan isotherm can better fit the 

experimental data for both low and high solute concentrations [33]. This model is used for 

heterogeneous adsorption surfaces and is transformed to Langmuir isotherm when n = 1 

[54]. The n values at 288 and 308 K suggested an adsorption reaction stoichiometry of 

more than 1 solute molecule per free sorbent binding site [55]. Therefore, the best 

applicability of Langmuir and Koble-Corrigan isotherms at 288 and 308 K suggested a 

complex adsorption mechanism with heterogeneous and homogeneous uptakes of PO4-P 

by CaT-Z. 

The CaT-Z exhibited a satisfactory and comparable P adsorption capacity to that 

of other modified mineral adsorbents reported in Table S2, although it was lower than 

that of the Ca(OH)2 treated bentonite. The comparison in Table S2 should also take into 

account the particle size of the listed adsorbents which mostly were fine powders with a 

higher specific surface area than that of CaT-Z. The good removal efficiency at both low 

and high P concentrations, despite the larger particle size, and the low cost and eco-
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friendly pretreatment of CaT-Z render this material as an efficient adsorbent for use in 

water/wastewater purification. Regarding the separation of the adsorbent from the liquid 

phase, the application of powder sorbents or pure metal oxides/hydroxides in wastewater 

treatment is less practical [4, 7, 16], despite their high P adsorption capacity. 

 

3.7. Effect of coexisting ions and organic matter 

Natural aquatic ecosystems and real wastewaters contain several ions which can 

compete with phosphate for binding sites on the adsorbent surface. Fig. 9a presents the 

effect of inorganic and organic substances at concentration 31-fold (or 3-fold in the case 

of SDS surfactant) higher than that of PO4-P (10 mg P/L = 0.323 mmol P/L). It was observed 

that the presence of NO3
-, Cl- and NH4

+ in the sorption solution did not significantly affect 

the R% of PO4-P (95.2-98.7%) compared to the solution containing only PO4-P (98%). The 

presence of the other coexisting substances exhibited a more negative effect on P 

removal, following the order: SO4
2- (89.9%) > SDS (84.5%) > HCO3

- (71.1%) > acetate 

(44.5%) > citrate (31.4%) (Fig. 9a). The organic oxyanions acetate and citrate showed the 

highest competing effect on R% due to competition with phosphate for binding sites [56]. 

The negative effect of citrate anion was much higher than that of acetate because the first 

contains more carboxylic groups (three) than acetate (one) [52]. 

The anions NO3
-, SO4

2- and Cl- are non-specifically adsorbed forming outer-sphere 

surface complexes and exhibiting little influence on phosphate sorption [4, 6]. Phosphate 

removal by natural zeolite can be even enhanced by the presence of NH4
+. The ion 

exchange between solution NH4
+ and surface bound Ca2+ can cause the surface 
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precipitation of the dissolved phosphate by the formation of amorphous calcium 

phosphate in the liquid phase [25, 52]. A similar process is possible in the present work, 

since the release of Ca2+ from Ca(OH)2 treated bentonite into the solution was observed 

during phosphate adsorption [23]. On the other hand, the decrease of R% by 28% in the 

presence of HCO3
- is due to the specific adsorption of carbonates forming inner-sphere 

complexes with Ca2+ hindering the formation of calcium phosphate precipitates on CaT-Z 

surface [3]. A negative effect of HCO3
- on phosphate adsorption was also observed in the 

case of other modified mineral adsorbents [9, 20, 52]. 

The removal of PO4-P by CaT-Z was also tested in the presence of dissolved organic 

matter. Humic acid (HA) is produced from the degradation of organic matter and plant 

roots secretion [9] and has been used to simulate natural organic matter in the secondary 

effluents of wastewater treatment plants [56]. Fig. 9b shows that HA at medium (10 mg/L) 

and high (50 mg/L) concentrations presented a very low competitive effect on PO4-P 

removal (a 6.4% decrease of R% at 50 mg HA/L). Similar result was reported for phosphate 

adsorption on magnetite core/zirconia shell nanoparticle material [56]. 

The good selectivity of CaT-Z for low P concentrations even in the presence of 

other anions suggests a benefit for its practical use as adsorbent. It should be noted that 

the concentration levels of the tested anions in natural water or wastewater are much 

lower than these used in this work, so their competing effect on phosphate adsorption is 

expected to be even lower. When ionic strength does not influence the adsorption 

process, then the inner-sphere complexation is important as adsorption mechanism [49] 
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suggesting that phosphate were linked with strong (i.e. covalent) bonds with adsorption 

sites of CaT-Z. 

Fig. 9b presents the effect of liquid phase calcium (pH 7), magnesium (pH 7) and 

ferrous iron (pH 5.5) at three different concentrations on PO4-P removal efficiency. It was 

observed that Ca2+ had no significant effect on R%, whereas the presence of Mg2+ caused 

a slight R% decrease by 4-10.5%. In contrast, the PO4-P removal by CaT-Z significantly 

decreased by the presence of Fe2+ (Fig. 9b). This decrease was attributed to the phosphate 

adsorption or incorporation in iron oxyhydroxide colloids [57]. The initial pH of sorption 

solution containing Fe2+ was chosen to be acidic (5.5) in order to simulate acidic soils 

where P is immobilized by Fe and Al oxides [58]. However, it was observed that the final 

solution pH altered to basic values (8.5-9.4) due to the effect of ligand exchange 

mechanism. It is known that at pH > 7, aqueous Fe2+ (as dissolved FeSO4 ∙7H2O) can be 

oxidized to Fe3+ [57] which interacts with water molecules forming hydrolysis products 

such as Fe(OH)2+, Fe(OH)2
+, Fe2(OH)2

4+ etc [59]. These products can then interact with 

oxoanions such as PO4
3- through electrostatic adsorption, surface complexation and co-

precipitation [59]. The formation of soluble Fe-P complexes caused the decrease of R% by 

CaT-Z. Iron (hydro)oxides also occur in natural water bodies, but in much lower 

concentrations than these tested here, presenting a strong affinity for phosphate [60]. 

 

3.8. Sequential desorption study 

Fig. 10 shows the results of the sequential extraction of adsorbed P from the 

loaded CaT-Z using NaHCO3, NaOH and HCl solutions. These eluents correspond to the 
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weakly (loosely) bound P, Al- and Fe- associated P, and Ca bound P (Ca-P), respectively [3, 

19]. The total amount of P extracted from the loaded CaT-Z at the three steps was 85.9 

and 96.3% of qe,ads at 10 and 100 mg P/L, respectively. In the case of 10 mg P/L, the major 

fractions of P were found to be the Ca-P (39.8%) and P associated to Al oxides/hydroxides 

(37.2%) since CaT-Z did not contained Fe according to SEM-EDS analysis. The weakly 

bound P fraction (NaHCO3-P) was minor (8.9%), representing weak outer-sphere 

complexes through electrostatic bonding between phosphate and surface protonated 

hydroxyl groups. On the other hand, the CaT-Z loading at 100 mg P/L enhanced the 

predominant speciation of Ca-P (HCl-P) to 85.3% due to favored surface precipitation of 

Ca-P compounds at higher P concentrations as continuation of surface complexation [21]. 

The P immobilization due to Al-P form drastically decreased (1.4%) and the loosely bound 

P fraction did not significantly change (9.6%) compared to that at 10 mg P/L (Fig. 10). The 

NaOH extractable P represents a speciation of inner-sphere surface complexation [19] 

which is considered algal available and released under anoxic conditions at sediment-

water interface [61]. This P fraction is sensitive to high pH (exchangeable with OH-) while 

HCl extractable P represents P sensitive to low pH. Thus, the release of NaOH-P and HCl-P 

forms under natural water conditions (pH 5-9) is impossible, and these adsorbed P forms 

are considered to be relatively stable [16]. 

 

4. Conclusions 

After modification of natural zeolite (clinoptilolite) with Ca(OH)2, a significant 

improvement of PO4-P adsorption from aqueous solutions was observed. The CaT-Z 
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provided a high P removal efficiency at low initial P concentrations (0.5-10 mg/L), typical 

for domestic wastewater treatment effluents, leading to low residual concentrations at 

ppb level (μg/L), which satisfy the European Union standards for tertiary wastewater 

treatment. The good adsorption capacity (7.57 mg P/g) at higher P concentration (200 

mg/L) suggested a beneficial use of CaT-Z for agricultural wastewater treatment such as 

digestion or fermentation effluents. The porous structure of CaT-Z and the slow P 

adsorption kinetics due to intra-particle diffusion make CaT-Z a promising novel filter 

medium for long-term P removal in constructed wetlands. In the range of 25-200 mg P/L, 

the equilibrium data were best fitted by Freundlich model at 298 K and by Koble-Corrigan 

model at 288 and 308 K indicating a phosphate adsorption on heterogeneous surface. The 

CaT-Z exhibited a high selectivity for phosphate sorption when various substances were 

present in the solution. The dominant role of ligand exchange (replacement of surface 

CO3
2- groups by phosphate) on PO4-P removal was indicated by the IR-ATR analysis, the 

pH-independent removal efficiency, the increase of final solution pH and the sequential 

desorption study. Surface precipitates of Ca-P complexes were confirmed by the SEM-EDS 

analysis. The major P speciation on the loaded CaT-Z at both low and high initial P 

concentration was the Ca associated P which is poorly mobilazible in water, suggesting a 

suitable application of P loaded CaT-Z as slow-release fertilizer in the agriculture. 

Concluding, CaT-Z presents a promising sorbent for tertiary wastewater treatment, which 

was chemically modified by an environmental friendly and simple procedure. The relative 

large particle size of CaT-Z (1.19-2 mm) used in this study can combine an efficient removal 

of phosphate with an easier separation of the sorbent from the solution in practical 
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applications. Further studies are required in order to test CaT-Z with real wastewater and 

in fixed-bed columns as well as the use of the P loaded CaT-Z as soil amendment. 
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